FLASH REPORT

PROGRAM: Goddard Replica Test
DATE: June, 12
TEST NUMBER: P2354-29

SCHEDULED DURATION/ACTUAL DURATION:
6.0 secs (max) / 6.00 secs

HARDWARE: Goddard Replica Chamber assembly
Injector: S/N 005
Chamber Shell: #8, aluminum shell, silica phenolic liner
Throat Washer: #4 Molybdenum-Tungsten
Nozzle: #5 SS paper phenolic liner

OBJECTIVE: Flight Duration

CONDITIONS: MR ~ 1.5/ Pc ~ 50 psig.

COMMENTS:

Test 29 of the Goddard Replica Thruster was attempted today. The purpose of this test
was to test a paper phenolic nozzle liner and a new nozzle (#5) at flight duration and MR.
Planned test duration was 6.0 seconds. Actual test duration was 6.00 seconds without
nozzle or washer burn through. Measured thrust before burn through was 16.5 Ibs. A

post-test boroscope inspection will aid in determining chamber liner and nozzle liner
performance. The next test is TBD.
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